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TEST REPORT Date: 11-May-09

API LAB TESTING LTD 
Unit B, 12/F Tai Chi Factory Building

25-29 Kok Cheung Street, Tai Kok Tsui, kowloon, Hong Kong
Tel: +852-3719 8602     Fax: +852-2398 1320

E-mail: apilabtesting@api-hk.com     Home Page:http://www.apitesting.com

Reception Date : Thursday, 30 April 2009

Description : Silica gel- natural

Reference : Drying bag- natural

Request :

Conclusion Refer to the result page.

PO :

Dimethyl fumarate test (DMF)

Top Dry Indonesia

Gading Permai AZ 32 Solo Baru

Attention: Lasarus Arintoko, Ir

Indonesia

Boris LALYMAN
API LAB TESTING MANAGER

PO:

Inspection:

API LAB TESTING LTD
Unit B, 12/F
Tai Chi Factory Building
25-29 Kok Cheung street, 
Tai Kok Tsui, Hong Kong

Phone : +852 3719 8608 
Fax     : +852 2398 1320

This report is intended for your exclusive use. Any copy of the report to or for any other person or entity, or use of our name 
or trademark is permitted with our written permission. Our report is limited to the test sample identified herein. the results 
set forth in this report are not necessarily indicative or representative of the statistical quality or characteristcs of the lot from 
which a test sample was taken or any similar or identical product.
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Country Of Origine: China

Information Provided

Supplier:

Supplier reference:

reference : Drying bag- natural

END OF REPORT

DIMETHYL FUMARATE CONTENT

Buyer:

Nature of the test Result Comment

Dimethyl Fumarate content (ppm) N.D. Sample description:
1) Grey, Lt blue silica gel

Method : In house method and 
followed by Gas 
Chromatography Mass 
Spectrometer analysis.

Remark : 
1 - N.D. = Not detected.
2 - ppm = mg/Kg = milligram per 
Kilogram
3 - Detection Limit = 0.1mg/Kg
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